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Australian Standard 1666.2 – 2009 specifies the 
minimum radius that wire rope slings should be applied 
to is 1.0d, where “d” is the diameter of the wire rope. 

Andromeda performed an in-house test on flat woven 
slings around an oxy cut ninety degree steel edge with 
0.0mm diameter radii. 

Minimum break force (MBF) was achieved meaning 
there is no detrimental effect from this extreme loading 
condition.  

When rigging relevant standards must be complied 
with. 
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